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Table 1.  Different types of material by context in the assemblage from Grateley South (weights in grams) 
 
Context Sample Undiagnostic SHB slag Iron Vitrified lining Dense slag Fired clay Other Notes 
427/430 2283     132    
F826 3402  120  4     
F826 3270 25        
F826 3404 12        
F793 3386     41 13   
F766/5 3271  42       
F750 2309 11        
F749 2301  93       
F719/2 2132      6   
F683 2086   7      
F663 2108       4 Green glazed clay 
377 2085 2        
 
 
 
 
 


